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Water proofing Sequence

A

B

C

timber or masonry wall frame

waterproof  wall sheet or render

fibreglass matting at all 90* joints
flexible waterproof sealant at all joints

puddle or leak control flange
flush with finished floor level

FRC floor sheet or concrete slab

PVC pipe connected to sewer

waterproof  membrane painted onto all srfaces
and continued down into the throat of the leak
control flange.
(this must be applied by a licensed contractor and certified)

fall

mortar bed with fall towards shower grate

tile glue and finished wall tile

colour matched flexible waterproof sealant
around perimeter of shower tray

stainless steel shower grate, finished lavel 2-3mm below
the tile surface to prevent ponding
optional second waterproof  membrane over mortar bed

floor tile on tile glue
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